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CERTIFICATE OF ANALYSIS

Customer : Norsk Wax
Product : NWP-PA-850
Batch no. : 152726
Production week : 2013-36
Your order number : Wax 18.509
Our order number : 249661
Sample number : P152726
Assay Method Specification Test wvalue UoM
Visual colour ONTW-WI-01 WHITE WHITE -
Congealing point ASTM D 938 63 - 67 63.0 DEGC
Drop melting point ASTM D 3954 65 - 72 67.6 DEGC
Penetration at 25 A°C ASTM D 1321 35 - 45 38.0 DMM
Penetration at 43.3 A°c ASTM D 1321 195.0 DMM
Viscosity at 100 Acc ASTM D 3236 14 - 17 14.2 MPAS
This certificate has been produced by electronic dataprocessing and therefore it is
effective without a signature. This certificate has been prepared with care and to the
best knowledge as part of the quality system of Paramelt. However, it does not relieve
our customers of their obligation to inspect the goods upon receipt or establish any
warranties to third parties, to whom it might be passed on. No additional warranty of
any kind, expressed or implied, is linked hereto,
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